HHCTUTYT 3A AKPEJJUTALINJA HA PEITYBJINKA CEBEPHA MAKE/JOHNJA
INSTITUTE FOR ACCREDITATION OF THE REPUBLIC OF NORTH MACEDONIA

IIpmiior KOH cepTH(PUKATOT 32 AKPEAUTANMjA HA
TeJI0 32 cepTudUKALNja HA IPOU3BOAH
Annex to the Accreditation Certificate of

Product Certification Body
bp. CT-010/ No. CB-010

Hatywm : 26.11.2025 I'o 3amenyBa npuiorot ox - 20.12.2023
Date :26.11.2025 Replaces annex dated : 20.12.2023
1. AKPEIUTHUPAHO TEJIO I'IM Ceptudukaiuja
I'panexen Uuctutyt "Makenonuja" - Ckonje
Accredited body
GIM Certification
Civil Engineering Institute "Macedonia"Skopje
2. JIOKAIIWJA Hpesnencka 6p. 52 Ckorje
PenyOnuka Maxkenonuja
Location
Drezdenska No.52 — Skopje
Republic of Macedonia
3. CTAHIAPJ MKC EN ISO/IEC 17065:2012
Standard MKC EN ISO/IEC 17065:2012

4. KPATOK OIINC HA OIICEI'OT  Ceprudukanuja Ha  NOPOU3BOAU:  IEMEHT,
HA AKPEJIUTAIINJATA SUJTAPCKU [IEMEHT, YEIIUK.

Ceprudukanuja Ha mporecu: OETOH, SHIAPCKU
MaJTep, Mmpou3BOoAM U CUCTEMH 3a 3allTUTa U
oIpaBKa Ha OeTOHCKHU KOHCTPYKIIHH,
6I/ITYMCHCKI/I MCIIaBUHHU, arperarvu, aauTHUBU 34
6CTOH, XUApayJIM4YKU Bp3WBA 3a IIaTUIIITA.

A short description of the

accreditation scope Certification of products: Cement, Masonry
cement, Steel.

Certification of process: Concrete, Masonry
mortar, Products and systems for the protection
and repair of concrete structures, Bituminous
mixtures, Aggregates, Admixtures for concrete,
Hydraulic road binders.
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5. AETAJIEH OIIUC HA OIICEI'OT HA

AKPEJUTAIIMJA

Detailed description of the accreditation scope

XapmoHu3upano noapadje/ Harmonised area:

bp. IIpousBoau/npouecu/ycayru CucreM Ha Crangapa(u)
OIIIIC
No. Products/Processes/Services AVCP system Standard(s)
1) ) @) (4)
1. Iement/ Cement 1+ MKC EN 197-1:2012
Hewmenr - [en 1: Cocras, crierudukanuy u
KPUTEPIYMH 32 COOOpPa3HOCT 32 OOWYCH IIEMEHT
Cement - Part 1: Composition, specifications and
conformity criteria for common cements
Sumapcku ement/Masonry cement 1+ MKC EN 413-1:2012,
Supapcku nemeHT - llen 1: Cocras,
2 cnenu(UKaI U KPUTEPUYMH 3a COOOPa3HOCT,
' Masonry cement - Part 1: Composition,
specifications and conformity criteria
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C\% HHCTUTYT 3A AKPEJJUTALINJA HA PEITYBJINKA CEBEPHA MAKE/JOHHNJA

Arperartn/Aggregates

2+

MKC EN 12620+A1:2009,
Arperartu 3a 0eToH
Aggregates for concrete

MKC EN 13043:2006

MKC EN 13043:2006/AC:2006

Arperar 3a OUTYMEHCKH MEIIaBUHH U
TIOBPIIMHCKH 00pabOTKH 3a IMATHIITA,
aepoAPOMH U APYTH COOOpaKajHH
HOBpUIMHH,

Aggregates for bituminous mixtures and
surface treatments for roads, airfields and
other trafficked areas

MKC EN 13055:2016

Jlecnu arperaru
Lightweight aggregates

MKC EN 13139:2006

MKC EN 13139:2006/AC:2006
Manrepau macu

Aggregates for mortar

MKC EN 13242+A1:2009

Arperarty 3a HEBp3aHH U 33 XUAPAYIHYKH
Bp3aHU MaTepHjalid, KOU C€ KOPUCTAT BO
IPaaSKHUIITBOTO U BO U3rpajdara Ha
[naTuiiTa

Aggregates for unbound and hydraulically
bound materials for use in civil engineering
work and road construction

MKC EN 13383-1:2006

MKC EN 13383-1:2006/AC:2006
Jenkan kameH - Jlen 1: Crnenudukanyja
Armourstone - Part 1: Specification

MKC EN 13450:2006

MKC EN 13450:2006/AC:2006
AFpeFaTI/I 3a KCJIEC3HUYKHU TOBap
Aggregates for railway ballast

Sunapcku mantep/ Masonry
mortar

2+

MKC EN 998-2:2017

Crnenudukanuja 3a ManTep BO SUIAPCTBO -
Hen 2: Sunapcku manrep/

Specification for mortar for masonry - Part
2: Masonry mortar
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HpOPI?.BOI[I/I U CUCTEMHU 3a 3alllTUTa
Y TIOTIpaBKa Ha OETOHCKH
koHcTpykiuu/ Products and
systems for the protection and
repair of concrete structures

2+

MKC EN 1504-2:2006

HpOI/I3BOZ[I/I 1 CUCTCMHU 3a 3allITUTa U MOoIpaBKa
Ha OETOHCKHU KOHCTPYKIXH - JleduHunmy,
6apaH>a, KOHTPOJIa Ha KBAJIUTCT U OLICHA HAa
coobpasHocT - Jlen 2: Cuctemu 3a HOBPIIHHCKA
3aITUTa Ha OeTOH/

Products and systems for the protection and
repair of concrete structures - Definitions,
requirements, quality control and evaluation of
conformity - Part 2: Surface protection systems
for concrete

MKC EN 1504-3:2006

HpOI/I3BOZ[I/I 1 CUCTCMHU 3a 3allITHUTa U MOoIpaBKa
Ha OETOHCKH KOHCTpYKUuH - JlepuHunmm,
Oaparba, KOHTPOJIA Ha KBAJIUTET U OIICHA Ha
coobpasHocT - Jlexn 3:IlonpaBka Ha
KOHCTPYKTHBHH U HCKOHCTPYKTHUBHH CIICMCHTHU
Products and systems for the protection and
repair of concrete structures - Definitions,
requirements, quality control and evaluation of
conformity - Part 3: Structural and non-
structural repair

MKC EN 1504-4:2006

HpOI/ISBO,I[I/I " CUCTEMHU 3a 3alllTHUTa U MoIpaBKa
Ha OETOHCKH KOHCTpYKUUH - JlepuHunum,
Oaparba, KOHTPOJIA Ha KBAJUTET U OIICHA Ha
coobpasHocT - Jlen 4: KoHCTpYKTHBHO
MOBpP3yBamb€

Products and systems for the protection and
repair of concrete structures - Definitions,
requirements, quality control and evaluation of
conformity - Part 4: Structural bonding

MKC EN 1504-5:2013

HpOI/I3BO)j[I/I " CUCTEMHU 3a 3alllTHUTa U MoIpaBKa
Ha GETOHCKHU KOHCTPYKIMU - [lepunurym,
Oapama, KOHTPOJIa Ha KBAJMTETOT U OIIEHA Ha
coobpazHoct - [len 5: Hjekrupame OeToH
Products and systems for the protection and
repair of concrete structures - Definitions,
requirements, quality control and evaluation of
conformity - Part 5: Concrete injection

MKC EN 1504-6:2007

HpOI/ISBO,I(PI 1 CUCTEMHU 3a 3allTHUTa U NOIIpaBKa Ha
OeToHCKH o0jexTH - Jedurunmu, Gapama, KOHTpOIA
Ha KBAJIUTET U HUBO HAa YCOITIACCHOCT - I[eJI 6:
YenuuHu apMaTypHU ILUIKUA U aHKEPH

Products and systems for the protection and repair of
concrete structures - Definitions, requirements, quality
control and evaluation of conformity - Part 6:
Anchoring of reinforcing steel bar

MKC EN 1504-7:2007

HpOI/ISBO,I(PI 1 CUCTEMHU 3a 3alllTHUTa U NOIpaBKa Ha
OeToHCKH o0jexTH - JeduHunmu, Gapama, KOHTPOIA
Ha KBAJIUTET U HUBO HAa YCOIJTIACCHOCT - I[eJI 7:
3amTHTa Ha apMaTypa o Kopo3uja

Products and systems for the protection and repair of
concrete structures - Definitions, requirements, quality
control and evaluation of conformity - Part 7:
Reinforcement corrosion protection
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Anutusu 3a 6eton/Admixtures for
concrete

2+

MKC EN 934-2:2009+A1:2013

AI[I/ITI/IBI/I 3a 6GT OH, MAJITCPp U UHCKIIMOHA
cMmeca - [en 2: AqgutuBu 3a OCTOH -
Hedbuannmn, 6apama, CooOpa3HOCT,
06€J'Ie)KyBaH>e " O3HAYYyBamLC

Admixtures for concrete, mortar and grout -
Part 2: Concrete admixtures - Definitions,
requirements, conformity, marking and
labelling

MKC EN 934-3:2013+A1:2013

AUTHBH 32 OETOH, MAJITEP U WHjEKIIMOHA
cmeca — Jlen 3: ATuTHBH 3a SUIAPCKU
manrtep - Jlepurnnmu, Oapama, orieHa 1
00eIeKyBambe U ETHKETHPAHE

Admixtures for concrete, mortar and grout -
Part 3: Admixtures for masonry mortar -
Definitions, requirements, conformity and
marking and labelling

MKC EN 934-4:2009

Anutusu 3a 0€TOH, MaJITEp U UHEKIMOHA
cMeca - [len 4: AauTuBHu 3a MHEKITMOHA
CMCCa 3a MpeAHANIPCTHATH ka0 -
Hedununmu, 6apama, COOOpa3HOCT,
o0elexXyBame U 03HAUyBambe

Admixtures for concrete, mortar and grout -
Part 4: Admixtures for grout for prestressing
tendons - Definitions, requirements,
conformity, marking and labelling

MKC EN 934-5:2009

AUTHBH 332 OETOH, MaJITEeP M WHjEKIIUCKA
cmeca — Jlen 5: AnmuTuBH 3a mpckaH 0€TOH —
Hedununmu, 6apama, cooOpa3HOCT,
o0elexXyBame U 03HaUyBamke

Admixtures for concrete, mortar and grout -
Part 5: Admixtures for sprayed concrete -
Definitions, requirements, conformity,
marking and labelling
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Hexapmouusupano noapauje/ Non-harmonised area:

Bp.

No.

@

IIpoussoan/npounecu/
ycayru

Products/Processes/Ser
vices

)

Ceprudukannona mema

Certification Scheme

@)

Crangapa(u)

Standard(s)
(4)

burymencku
MeIIaBuHN/
Bituminous mixtures

2+

MKC EN 13108-1:2017

BI/ITyMeHCKI/I MeIIaBUHU - TeXHUYKU YCJIOBHU 3a
Mmerepujaiu - [en 1: Acdant 6eton
Bituminous mixtures - Material specifications -
Part 1: Asphalt Concrete

MKC EN 13108-2:2017

burymencku MemmaBuny - Cenudukaniy 3a
MatepujanuTe - Jen 2: Acdant 6€TOH 3a MHOTY
TeHkH ciaoesu (BBTM)

Bituminous mixtures - Material specifications -
Part 2: Asphalt Concrete for very thin layers

MKC EN 13108-3:2017,

butymeHncku MemaBUHU-TEXHUUKHN YCIIOBU 3a
matepujanu-Jlen 3: Mek acdant

Bituminous mixtures - Material specifications -
Part 3: Soft Asphalt

MKC EN 13108-4:2017

MKC EN 13108-4:2017/AC:2018,
BburymeHcku MemiaBuHU-TEXHUUKHN yCIIOBU 3a
marepujanu-Zlen 4: Toro Banan acdant
Bituminous mixtures - Material specifications -
Part 4: Hot Rolled Asphalt

MKC EN 13108-5:2017

burymencku memasunu - Crenudukanun 3a
MatepujamuTte - em 5: CkeneteH Acdant
(SMA)Bituminous mixtures - Material
specifications - Part 5: Stone Mastic Asphalt

MKC EN 13108-6:2017

Burymencku memaBuay - CriemuQuKanmy 3a
Marepujanure - len 6: Mactuke achant (Jinexn
acdan)Bituminous mixtures - Material
specifications - Part 6: Mastic Asphalt

MKC EN 13108-7:2017,

burymencku MemaBuHu - TeXHUYKH YCIIOBH 3a
Matepujanu - lex 7: [loposen acdant
Bituminous mixtures - Material specifications -
Part 7: Porous Asphalt
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Beron/ Concrete 2+ MKC EN 206:2013+A2:2022 betoH -
Cneuundukanuu, cBojcTBa, NPOU3BOJICTBO U
C000pa3HOCT
Concrete - Specification, performance,
production and conformity
2 MKC 1016:2018+A1:2020
' Beron - Cienmduxkanmja, CBOjCTBa,
MIPOU3BOICTBO M cooOpa3HocT - [IpaBmiia 3a
ynotpeba Ha MKC EN 206:2014+A1:2017
Concrete - Specification, performance,
production and conformity - Rules for the use of
MKC EN 206: 2014 + Al: 2017
Yenuk/ Steel 1+ MKC EN 10080:2006, Uenuk 3a apMHUpame

I'MM-C1-014, Yenuk 3a apMupame Ha |0eToH — Yenuk

OetoH - Yenuk 3a apMupame ITo 3a apMHpame LITO MOXKE /1a CE Ce 3aBapyBa —

MOXeE J1a Ce 3aBapyBa - Omnmrto

TeXHUYKH YCIIOBH 32 HCIIOPaKa Ha MKC EN 10080:2006, Steel for the reinforcement

yenuk kiaca A, Pesusuja 01,2015 of concrete - Weldable reinforcing steel —

T'MM-C1-018, Yenuk 3a apmupatbe Ha |General

OeToH - Yennk 3a apMUpakE IMTO MKC 1022: 2022, Yenuk 3a apMupame OSTOH,

MOJeE J1a Ce 3aBapyBa - 3aBapeHH apMaTypHH MpexH - Kapakrepuctuku

TeXHUYKH YCIIOBH 32 HCIIOPAKa Ha MKC 1022:2022 Welded fabric for the

pemerkacTu Hocaun, Peusuja 01, reinforcement of concrete - Specification

2015 MKC 1021:2019, Yenuk 3a apmMupaH OeToOH:

I'MM —C[1-020, CepTuduxanucka Npayvku, KOTYPH U IPOU3BOJH JOOUEHHU CO

1IeMa 3a MIUIKH, TPKAJIE3HH IPAYKd U (0IMOTYBame Ha KOTYPH-KapaKTePUCTHKH

XKHUIa 32 apMupambe; Pesusuja 04,2020 [MKC 1021:2019, Steel for the reinforcement of

I'M —CJ1-021, Ceptudukarmcka concrete : bars, coil and decoiled prouducts-

niema 3a apmarypau mpexu, Pesusuja  |specification

03, 2022 FprEN 10138-1, [Ipemnanpersaru yexwuny - Jen

I'MM -C/1-022, Ceptudukanucka 1: Onmrrr Gapama, 2009

3. miema 3a perreTkacti Hocauu, Pesusuja |Prestressing steels — Partl: General

02, 2017

GIM-CD-014, Steel for the
reinforcement of concrete - Weldable
reinforcing steel-

Technical delivery requirements for
steel Class A, Revision 01, 2015
GIM-CD-018, Steel for the
reinforcement of concrete - Weldable
reinforcing steel -

Technical delivery requirements for
lattice girders, Revision 01, 2015
GIM-CD-020 Certification scheme of
bars, round bars and wires for
reinforcement, Revision 02, 2017
GIM -CD-021 Certification scheme of
welded wire mesh, Revision 02, 2017
GIM -CD-022 Certification scheme of
the lattice girders, Revision 02, 2017

requirements,2009

FprEN 10138-2, IIpennanpernary yenuny - Jen
2: XKuna, 2009

Prestressing steels — Part2: Wire, 2009

FprEN 10138-3, IIpennanpernary yenuny - Jen
3: Jaxxuma

Prestressing steels — Part3: Strand, 2009

FprEN 10138-4, [Ipennanpernaru yenunu — Jlex
4:1nmnxka, 2009

Prestressing steels — Part4: Bar, 2009
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Hopmanuo 2+ MKC EN 13282- 2:2015
BpP3YyBauyKH XuapaymudKk Bp3uBa 3a natumra — Jlem 2:
XUJIPayJIUUKHA BP3UBa HopmMmanHo Bp3yBauku XuapayindyKy Bp3UBa
3a marumrra/Normal 3a maruinra — CocTas, crenupUKaIMN H
hardening hydraulic KPUTEPUYMH 32 COOOPa3HOCT
4. | road binders Hydraulic road binders - Part 2: Normal
hardening hydraulic road binders -
Composition, specifications and conformity
criteria
M-p Huko bepbepy
Msc Niko Berberu
Hupextop
Director
Oea e enexkTpoHcKa Bep3auMja o MpuaoroT KOH CepTUQMUKATOT 3a aKpeauTalunja

is is on line copy af the Annex to the accreditation certificate

Uz nanue/lssue 1
Bepsauja/Version 2

OB 05-36-1
OB 05-36-1

Crpanal/Page 8 om/of 8




